
EXISTING
PREMANUFACTURED
MEMBRANE FLASHING

INSTALL SEALANT OR
SEALANT TAPE
BETWEEN PIPE AND
PREMANUFACTURED
MEMBRANE FLASHING

PLUMBING VENT STACK

DRAWBAND

SEALANT

LIQUID APPLIED
REINFORCED FLASHING
(MAY BE APPLIED BEFORE
OR AFTER LEVELING COAT)

LIQUID APPLIED TOP COAT

EXISTING ROOF MEMBRANE
AND FLASHING (GRAVEL
NOT SHOWN FOR CLARITY)

EXISTING INSULATION

NOTES
1. PRIMING OF THE SUBSTRATE MAY BE REQUIRED, FOLLOW SPECIFICATIONS AND MANUFACTURER

RECOMMENDATIONS.
2. REINFORCEMENT MUST BE FULLY SATURATED OR ENCAPSULATED IN BASE COAT AS DESCRIBED IN

SPECIFICATIONS.
3. THE EXISTING LOOSE GRAVEL MUST BE REMOVED AND THE ROOF MUST BE REPAIRED PER

MANUFACTURER REQUIREMENTS PRIOR TO APPLICATION OF THE LEVELING COAT.

LIQUID APPLIED BASE COAT

LIQUID APPLIED
LEVELING COAT
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PLUMBING VENT
[PREMANUFACTURED BOOT]
GRAVEL BUR RESTORATION
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